AD HOC RUSTIC

Material composition

Fabric width

Weight

Piece length

Light fastness

Weather fastness

Tensile strength

Elongation

Colour fastness to rubbing

Fastness to sea water

Chlorine resistance

Water repellency

Oil repellency

Abraison resistance

Pilling resistance

ISO 2076

EN 1773

EN 12127

ISO 105-B02

ISO 105-B04

(EN 1SO 13934-1)

EN ISO 13934-1

(ISO 105/X12)

ISO 105-E02

ISO 105-E03

AATCC 22-1996

AATCC 118-1997

EN ISO 12947-2

EN ISO 12945-2

461 ..

95 % PP
5 % PES

=140 cm

=340g/m?

=60m

Note 7-8

Note 7-8

= 2200 N'= 1400 N2

= 35 %!
~ 40 %2

Note 4-5 | Note 4%

Note 4-5

Note 80

= 20000 Cycles

Note 4-5

462 ..

95 % PP
5 % PES

=140 cm

=620g/m?

=60 m

Note 7-8

Note 7-8

= 2200 N'= 3000 N2

=34 %'
~ 42 %2

Note 4-5° | Note 44

Note 4-5

Note 80

= 20000 Cycles

Note 4-5



