Material composition

Fabric width

Fabric thickness

Weight

Fabric weave

Light fastness

Weather fastness

Tensile strength

Elongation

Colour fastness to rubbing

Chlorine resistance

Water column

Water repellency

Flame retardent

Oeko-Tex-Standard 100

ISO 2076

EN 1773

DIN EN ISO 5084

EN 12127

ISO 105-B02

ISO 105-B04

EN ISO 13934-1

EN ISO 13934-1

ISO 105/X12

EN ISO 105-E03

EN 20811

EN 29865

321..FR

100% Polyester

=300 cm

= 0,55 mm

=290 g/m?

fabric woven by shaft

Note 7

Note 7

= 2500 N' | 2500 N2

=35 %' | 40 %2

Note 42 | Note 42

Note 4

permeable to water as a result of the holes
perforating the fabric

=80

DIN 4102-B1 [D]

Test-no. A96-0071 (FI Hohenstein)



